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= 'SAMPLE SR. NO. 18L031 s T [Temperature/ Humidity 122 °C/45-60 % RH
& ELEMENTS & CONC, %
(= Observed As Per
) Element Name Element Value % AlS] 410
: Iron Fe B82.82
- Carbon c 0.148 0.08 - 0.15
o silicon si 0.302 1.0 Max
Manganese Mn 0.322 1.0 max
Cﬂ Sulphur 5 0.009 0.03 Max
LLJ Phosphorus P 0.027 0.040 Max
FoY Chromium Cr 12.884 11.5-135
o’ Nickel NI 0.267 1.0 Max
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- sample Return : YES
= Remarks ; Confirmed As Per AIS| 410 Chemically
- * Marked Elements Are Not Covered Under NABL Scop
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